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RESEARCH AND DEVELOPMENT 

IN 

CdS PHOTOVOLTAIC FILM CELLS 

by T. A. Griffin, R.  W. Olmsted, and J. C. Schaefer 

IITCYDDUCTION 

This report  covers the first quarter of work on contract NAS 3-4177 

During the previous period which is  a f o l l o w  on contract t o  NAS 3-2493. 

the CdS t h in  film ce l l s  had been improved i n  power t o  weight r a t i o  s o  t ha t  

they could be considered a s  equivalent t o  s i l i con  s o l a r  ce l l s .  

ment i n  output efficiency and package d e s i g n  coupled with the CdS film c e l l r s  

radiation resistance should insure i t s  use in future space missions. 

Any improve- 

I n  the previous work, ce l l s  over 5% efficiency and over twenty-five 

w a t t s  per pound have been produced. 

on making the f i l m  c e l l  more uniform and re l iab le  under launch and space 

conditions. 

uniformly high efficiency, low cost cel ls  capable of operating i n  space 

conditions f o r  long periods of time. 

The present work w i l l  place emphasis 

The major objectives are t o  fabricate l i g h t  weight, f lexible ,  

Thts program wi l l  be implemented by a performance in-house t e s t  program 

a t  NASA's  Lewis Laboratory, 

exposure, electron and proton bombardment, and thermal cycling i n  high vacuum 

w i l l  be used t o  modi fy  c e l l  materials and construction in order t o  find those 

cambinations tha t  are most compati3l.e wi th  prolozged ~ p e r z t i o n  mder  space 

conditions. 

The results of tests such a s  ul t ravlolet  
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During the f i rs t  qfiarter, many simlificant developents have been 

realized bringing the c e l l  much closer t o  the ultimate goals. These 

improvements include : Lighter substrates yielding over forty w a t t s  per 

pound on 3" x 311 cel ls ;  electroplated g r i d s  that  have produced 3% ce l l s  
\ 

thereby promislng t o  reduce the cost by elimination of the cost ly  gold 

electroformed mesh; and a new c e l l  packaging design tha t  has withstood 

hundreds of thermal cycles between +65'c and -7OOC conducted i n  a vacuum 

chamber . 
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CHE2IICAL H I L L I N G  S'JBSTRATES 

Much e f f o r t  has been directed toward increasing the watts per pound 

r a t i o  by using thinner, less dense, substrates. 

molybdenum (one m i l )  presented a large handling problem, (1) 

It was found that  thinner 

O t h e r ,  l e s s  

dense, metals a l s o  presented problems such a s  poor thermal match and pcjoi% 

adherence due t o  surface conditions, (2 1 

Since two m i l  molybdenum was easy t o  handle as  a substrate,  a process 

was developed whereby the thicker molybdenum was retained through the ent i re  

c e l l  fabrication procedure. Then immediately before o r  a f t e r  lamination, 

the back of the c e l l  (the molybdenum) was chemically milled t o  the desired 

thinness. (3) This effect ively reduced the weight of the c e l l  and avoided 

the d i f f i cu l t i e s  of working with extremely t h i n  metal foils during evapora- 

t ion  and bar r ie r  formation procedures. Although a f ine  control has not been 

established f o r  this process a s  yet, ce l l s  have been made tha t  demonstrate 

over f o r t y  watts per pound. A 311 x 3" c e l l  tha t  was produced by this method 

and yielded forty-one w a t t s  per pound was delivered t o  the contract monitor 

this quarter. Completed ce l l s  (3" x 3 " )  have been found t o  weigh less  than 

two grams when they are chemically milled. 

Process 

The milling solution is  composed of SO$ HNO3 and 50% H20 by volume. 

n i t r i c  acid baths are too f a s t  f o r  proper control and a t  the same time yield 

p i t ted  surfaces. 

strong cslsing excessive heat t o  develop during milling. 

Stronger 

There are indications tha t  the 50% solution may also be too 

A t  present, the best procedure requires the lamination of one m i l  H - f i l m  

and one-half m i l  nylon on the face of the c e l l  only. A narrow picture frame 
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of p l a s t i c  is used t o  seai the edges of the a ~ 3 s t r a t e  t o  the E-9-h (?II the 

face of the ce l l .  The c e l l  i s  then dipped in to  the etching solution fo r  

t h i r t y  seconds, rinsed in  water, dipped in to  HC1 and then rinsed again i n  

water. This is  repeated un t i l  the substrate is a t  the des i red  t?&ckness. 

One method used t o  control the thickness requires the placement of a piece of 

molybdenum s-Jg'ni;'iy t i n h e r  fnaIi s-ikstrate a &.IAUU -& - +ha U A L U  -+nh.l V U V r v r ~ b  n d Qn111t.q ---.------ nn 

along with the ce l l .  

t h i c h e s s  i s  approximately equal t o  the original difference i n  the c e l l  

When t h i s  piece disappears, then the c e l l  substrate 

substrate and the piece of molybdenum. 

Problems 

When the 2 mil molybdenum substrate is  milied t o  the range of 0.3 t o  

0.7 m i l s ,  it has a tendency t o  cur l .  

0.3 a l lev ia tes  the curling problem. If the molybdenum i s  milled much 

thinner than 0.3 mil, the  CdS film tends t o  separate from the substrate. 

Reducing the thickness t o  less than 

This may be connected with the heat generated during etching. 

Another problem is  tha t  the etching solution attacks the nylon. For 

this reason, the nylon must cover only the  f ront  of the cell and 

al lowed t o  overlap. 

not be 

It i s  best  t o  seal the edges with a p las t i c  picture 

frame on the back of the molybdenum. 

Earl ier ,  the cells were tapped t o  acid-resistant boards and chemically 

milled before lamination. It has proven eas ie r  t o  reverse the procedure 

and laminate flrst since there i s  an increased tendency f o r  the CdS t o  

peel a f t e r  milling. 

It would be advantageous t o  use a much slower etchant a f t e r  the molyb- 

denum i s  milled below one-half m i l .  
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I n  summary, it might be noted that while t h i s  milling process is  s t i l l  

n o t  f ree  of problems, it i s  inherently simple. 

problems and produces the same resul ts  a s  working with th in  f o i l s .  

new poss ib i l i t i e s  i n  power-to-weight r a t i o s ,  and even i n  c e l l  construction. 

It reduces the handling 

It opens 

. 
Earlier,  it was reported tha t  a rear  w a l l  c e l l  was fabricated by t h i s  method 

u t i l i z ing  photoresist masking techniques. There a r e  several rear w a l l  and 

front  wall combination ce l l s  that  can be constructed. 

ELECTROPLATED COUECTORS 

Much of the e f fo r t  this quarter was directed toward  electroplating gold 

collectors on the c e l l  barr ier  t o  replace the costly electroformed mesh. 

I n  addition t o  the economic advantage this grid offers,  there are 

The resu l t s  of indicatians of greatly increased c e l l  thermal cycle l i f e .  

thermal cycling t e s t s  a t  Lewis Laboratory indicate that  the heavy gold mesh 

may be a source of shorting caused by the movements of the mesh and other 

c e l l  materials against each other during the heating and cooling cycles. 

electroplated grid does  not appear t o  be s o  affected and should contribute 

toward making the C& film c e l l  8 more re l iab le  space power source. 

The 

The collector can be formed by electroplating through a photoresist 

mask. 

metals extensively used have been copper and gold. 

factory because it seems t o  a l t e r  the barr ier .  

generates an exponential I-V curve, but the curve does not appear t o  f i t  the 

usual equation. I n i t i a l l y ,  the gold electroplated g r i d s  exhibited a ser ies  

resistance,  but longer plat ing t im  has e l i d n a t e d  this problem f o r  the 1" 

x 1" samples. 

The plat ing current must be kept low, l e s s  than 2 ma.cme2. The two 

Copper is l e s s  s a t i s -  

When cirpper i s  used, the c e l l  
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When 311 x 31' c e l l s  were used, new d i f f i cu l t i e s  were encountered. The 

frequency nf the shorted ce l l s  greatly increased. 

of the 3" x 3" ce l l s  that  a r e  gridded i n  this manner exhibit p a r t i a l  shorts 

immediately a f t e r  plating. 

can be burned out with a pulse of high current. 

problem and not related t o  the g r i d  electroplating process. 

i s  burned out, it does not reappear. 

I n  f ac t ,  the majority 

It has been discovered tha t  most of these shorts 
\ 

This i s  mos t  l i k e l y  a f i l m  

Once the short 

The most serious problem remaining f o r  electroplated g r i d s  on 31' x 311 

ce l l s  i s  the development of a suitable bus bar network. 

necessary t o  reduce the series resistance associated with the re la t ive ly  

th in  g r i d s .  

prohibit ively long plat ing times and frequently resu l t s  i n  badly shorted cel ls ,  

and reduced g r i d  transmission. 

been s i l v e r  f o i l  s t r i p s  laminated i n  place over the electroplated g r i d .  

Attempts t o  solder the f o i l  t o  the gridded f o i l  revealed tha t  there i s  a 

problem involving the amount of  solder. 

attacks the barrier.  It has been demonstrated tha t  these s i l ve r  s t r i p s  can 

be successfully spot welded t o  the gold grid without any harm t o  the ce l l s .  

The poss ib i l i t y  of ultrasonic weldingwlll  a l s o  be investigated f o r  t h i s  purpose. 

The bus bars are 

Reduction of  the ser ies  resistance with thicker  grids requires 

The most e f f i c i en t  bus bars used t o  date have 

An excess amount of solder invariably 

( 5 )  

Ruled s i l v e r  pr lnt  and sprayed-on conductive epoxy have been used f o r  

bus bars and have been found t o  be unsatisfactory. 

Recently there was a suspicion that the sheet resistance of the barr ier  

was higher than usual especially i n  the case of the chemiplated barrier.  

ce l l s  were measured and the resu l t s  showed that both barr ier  type ce l l s  had 

sheet resistances i n  the order of 1000 ohms per square. 

iisualljr stte",?eed. 

Several 

Thie is the value 
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Electroplating 70 l i nes  per inch gold  g r i d s  with more than 85% trans-  

mission i s  qpproaching the s ta tus  o f  a routine operation. 

with an,electroplated grid and s i l ve r  f o i l  bus bar of  3% has been made. The 

introduction of electroplated grids has grea t ly  lowered the y i e l d  fac tor  f o r  

good ce l l s .  

A 3" x 3" c e l l  

. 
Nine samples of 3" x 3" ce l l s  w i t h  electroplated grids were delivered 

t o  Lewis Laboratory f o r  t hema l  and other t e s t s .  Pmliminary r e su l t s  ind i -  

cate t h a t  much of  the d i f f i cu l t i e s  that  appeared in the c e l l s  during hundreds 

of thermal cycles a r e  eliminated by substi tuting the electroplated grid f o r  

the mesh t h a t  laminated t o  the barrier.  

Several c e l l s  with chemiplated barriers have been produced with the 

electroplated grids but much diff icul ty  has been associated with t h i s  e f for t .  

The combination of the chemical milling and electroplated grid should 

make a grea t ly  improved space package, 

'ming prepared f o r  extended thermal cycling under simulated space conditions. 

Cells incorporating these features a re  

FILM PROPERTIES 

Yhen the filaments are heated i n  the  vacuum chamber, large pressure 

bursts due t o  outgassing of the CdS are noted. 

depends on the  r a t e  o f  filament heating. 

Th3 magnitude of these bursts 

The question arose a s  t o  how much 

ef fec t  these pressure changes may have had on the properties of the film and 

the resul tant  c e l l s .  

A series of evaporations were made u t i l i z i n g  various r a t e s  of  heating 

which resul ted in bursts of varying magnitude. H a l l  samples were made f o r  

each evaporation. 

were a l s o  examined opt ical ly  and by x-ray techniques. 

Cells were fabricated with the f i l m s  produced. The f i l m s  

Table I shows some 

typical  resu l t s .  

The pressure bursts ranged from a s  high a s  hh microns t o  less than 1 m i -  

I n  general, the cron. A l l  the pressures were read on the same thermocouple. 
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evaporation cycles were started i n  the mm. pressure range. 

The r e s i s t i v i t i e s  were found t o  be lower t'nan the expected 1000 ohm- 

centimeters by a factor  o f  ten. 

f a l l i n g  in.the 0.07 t o  0.14 cm2 volt-sec-l range. 

the smallest pressure burst had the highest mobility. 

t r i t i n n s  211 w e r e  i n  the 1017cm'~ range. 

The mobilities we= rather consistent, 

The f i l m  produced during 

The ca r r i e r  concen- 

The best ce l l s  were from the largest  and the smallest burst. 

Samples of these vapor deposited CdS thin films were examined by back 

ref lect ion x-ray techniques. 

e i ther  the g l a s s  substrate o r  the CdS deposit. 

of  C u K q  xdrays i n  CdS i s  no more than about 2S,A, it may be seen that  the 

r e su l t s  are more character is t ic  of the  msterlal. i n  the l a s t  portion o f  the 

evaporation. The actual resu l t s  showed tha t  a l l  l i nes  i n  the patterns were 

from planes oriented randomly. 

ref lect ion pat tern are (404) + (217), (315), and (306) + (321). 

f ract ion of (002) planes are nearly always para l le l  t o  the substrate. 

samples N-18, N-22, and N-24, an increasing amount of preferred orientation 

was found i n  the back ref lect ion region. 

biaxial  orientation was  occurring. 

perpendicular t o  the substrate, but the a-axis was also more frequent in 

par t icu lar  directiom in  the plane of the f i l m .  

the films were more perfect i n  structure. 

CdS th in  f i l m s  epi taxial ly  deposited on (001) faces of oriented CdS single 

crystals .  

A l l  samples were mounted without disturbing 

Since the depth o f  penetration 

The planes ordinarily observed i n  the back 

A large 

For 

This indicated tha t  some form of 

Not  only w a s  the c-axis of c rys t a l l i t e s  

It m i g h t  be s a i d  tha t  

S i m i l a r  resu l t s  have been found f o r  
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TABLE I 

Film and Cel l  Properties Vs .  Pressure Bursts 

m2 l.,. Fii I' J.Ll1 

Rise Max. Duration Thick- Resis- Carrier Mo i l i t y  Current 
Film Time Pressure of Burst ness t i v i ty  Cons. c$ -1 OCV Density Eff. 
No. Sec. p Sec. A ohm-cm cm-3 volt-sec Volts  ma/cm2 % 

10 

20 

40 

60 

90 

120 

180 

300 

44 

2 4  , 

27 

28 

4 

3 

d l  

d l  

75 

68 

94 

60 

75 

75 

200 

200 

22 130 

20 250 

2 1  520 

27 95 

26 140 

23 230 

20 190 

22 220 

Q 0.1 

0.7 

q 0.1 

0.1 

0.1 

-I 0.1 

0.07 

0.14 

0.44 

0.45 

0.44 

0.42 

0.44 

0.44 

0.44 

0.45 

10.0 

6.85 

8.5 

6.4 

6.8 

6.7 

6.7 

9.8 

2.6 

1.8 

2 .I 

1.5 

1.6 

1.8 

1.9 

2.3 

* Mobili ty was t o o  low t o  measure 
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I n  order t o  check the portion of the CdS thln film which was deposited 

f i r s t  ( that  closest  t o  the substrate),  films were removed from the glass 

substrate by dipping i n  l iquid N2. Again, the back re f lec t ion  x-ray pat terns  

were taken,and found t o  correspond t o  those of the randomly oriented type. 

This r e su l t  may have been fortuitous because thermal shock can disturb the 

orientation somewhat. 

examination of the ear ly  stages of  thin film growth where orientations 

should be important. 

changes observed ear ly  i n  the evaporations. 

I n  ei ther  case, further work should be done on 

T h i s  would emphasize more the e f fec ts  of pressure 

OTHER SUBSTRATE MATERIAIS 

As mentioned when chemical m i l l i n g  was discussed, perhaps the search f o r  

other substrate materials i s  not a s  important a s  it was previously. 

molybdenum can be milled readily, then there i s  no need f o r  working with 

thinner molybdenum. Hmever, several ce l l s  were fabricated on O.OO1ll molyb- 

denum during thia quarhr .  

If 

In  addit ion t o  handling d i f f i cu l t i e s ,  a problem 

of adherence seems t o  be inherent i n  the thin substrates and  it seem t o  

emanate from the surface condition. The open c i r c u i t  voltages were a l s o  

low indicating tha t  there may have been pbho les  i n  the fllms. 

could be a resu l t  of the surfaceamdition of the molybdenum. 

viously, there appears t o  be a different surface on two m i l  and one m i l  

molybdenum even though both f o i l s  are cleaned i n  exactly the same manner. 

T h i s  again 

As mentioned pre- 

Cells that  were made on titanlum have degraded about 50% and have not 

recovered despite treatment. 

reversible moisture damage that OCCUTS in c e l l s  an molybdenum. 

w i l l  be stripped o f f  and examined. 

There appears t o  be more involved than the 

These f i l m s  
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LAMINATION 

Equipment 

The present program requires the development o f  an impulse type 

laminator. During t h i s  period various product and material inquir ies  

resuited i n  the discovery i i ~ a t  eqiipmeiit of G c5iiZ.m nst.;-e hsd beer? 

developed f o r  la rge  areas. Certain modifications of this equipment can 

make i t  possible t o  laminate one square foot  areas. 

promises t o  provide improvements i n  the quali ty of lamination and operating 

speed. 

P las t ics  

This equipment 

Since the electroplated grid i s  being used, the p l a s t i c  i s  not neces- 

sary t o  hold the collector mesh t o  the surface of the ce l l .  The poss ib i l i t y  

ex i s t s  t h a t  the p l a s t i c  encapsulation w i l l  not be desirable i n  the future .  

For t h i s  reason, some high temperature polflmide varnish, Pyre M.L., which 

i s  similar t o  H - f i l m ,  was  obtained.(6) It w a s  hoped t h a t  t h in  films of t h i s  

varnish might make good moisture barriers.  

Three 311 x 3” c e l l s  w i t h  photoetched grids were preheated t o  175OC f o r  

one hour. 

was coated with a 75% mixture of Pyre, M.L. and 25% Dimethylformamide. 

Cell “All w a s  coated with a 100% mixture of Pyre M.L., and Cell I1B1l 

Cell  

was coated with 50% Pyre M.L. and 50% DMF. All three coatings were spun 

on the c e l l s  with ahhickness of  less than 0.2 m i l .  A l l  c e l l s  were then cured 

a t  2OO0C f o r  th ree  hours. 

degradation due t o  the varnish. 

The e l ec t r i ca l  response was low but showed no 

The three c e l l s  were then immersed i n  H20 f o r  48 hours. Data  taken a t  

the end of the tes t  showed a significant degradation. The average o f  the 

three cells was 1.50% efficiency b f o r e  t e s t  and 0.3% a f t e r  t e s t .  The t e s t  

w i l l  be continued on higher efficiency ce l l s .  The indications are tha t  the 

layers  of this varnish are not good moisture barr iers .  

- 11 - 



P.tte.xpts w i l l  be made tan use t h e  varnish over ce l l s  t h a t  have been 

laminated i n  nylon only. 

The 5ransmission of the Pyre M.L. varnish was  checked and compared with 

that  of H - f i l m .  (7)  

fur ther  i n to  the blue t o  about 42.5 millimicrons while the H - f i l m  cuts o f f  a t  

3 5 = ~ t  !$c! ~ L I l . t ? ? i c r c z ~ .  It. mz? ~rer)nrt.ed t ha t ,  the  yell ow color of the H-film 

resu l t s  from impurities and develops during curing. 

Pyre M.L. fi lm was used t o  coat the cel ls  since th s  poss ib i l i t y  ex is t s  t ha t  

a l l  of the properties of the f u l l y  cured H-film are not necessary f o r  protec- 

t ion of the ce l l s .  

the H - f i l m  and t h e i r  absorption edge was shifted toward the blue. 

A s  can be seen from Figure 1, the varnish transmits 

For this reason, some 

These Pyre M.L. coatings were much l igh te r  i n  color than 

Some ce l l s  were coated with films made from Pyre M.L. varnish. These 

The films cracked and da rk  spots appeared on the surface upon lamination. 

f i l m s  a l s o  became very b r i t t l e .  

were cured in an oven a t  100°C f o r  several hours they a l s o  became very b r i t t l e  

and changed t o  a darker yellow. 

When films made from the Pyre M.L. varnish 

More work w i l l  be clone using Pyre M.L. varnish a s  a replacement $or H - f i l m .  

Krylon and acryl ic  spray coatings were a l s o  put on ce l l s .  After 72 

hours i n  water, the ce l l s  were completely degraded. 

A f i l m  of polydimethylphenol ether was obtained from NASA and laminated. 

This material  has been reported t o  have many of the properties of H - f i l m ,  plus the  

advantage of being a h o s t  colorless. 

Upon lamination, it became very b r i t t l e ,  similar t o  the resu l t s  obtained 

with polystyrene, 

Pressure Tests 

There were some suspicions tha t  the pressure (100 p s i )  used t o  laminate 

Four 1-1/21' x 3" c e l l s  were pressure tes ted and I-V curves was not optimum. 

obtahed f o r  each ce l l .  Each c e l l  w a s  then laminated a t  a d i f ferent  pressure 
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_I +A (193 ps i ,  L>U p s i ,  200 p s i ,  aiid 250 p s i ) ,  I - Y  c i l i ; ~ e ~  obtaliied and ciirrlfjai-ed 

with the or ig ina l  I-V resu l t s .  

t h e i r  or iginal  efficiency (see Table 11). 

Thi., t e s t  showed increases f o r  a l l  c e l l s  from 

However, the pressure range 

between 180 p s i  

range should be 

Solder Tests 

and 200 p s i  showed the greatest  increase and t h i s  pressure 

further investigated. 

The solder used t o  hold the s i l v e r  lead t o  the gold mesh i s  an Alpha 

solder containing indium.  

used t o  hold the s i l v e r  leads t o  the  thin electroplated grids. 

a r eas  appeared i n  the bar r ie r  layer  next t o  the silver l e a d s .  

c i r cu i t  currents were muchlower a f te r  lamination. 

i n  the chemiplated bar r ie r  type ce l l s ,  

The barrier was damaged when t h i s  material was 

Darkened 

The short  

This was  especially t rue  

A series of  t ea t s  were arranged t o  see i f  the solder was usable with 

the electroplated g r i d s .  Care was taken t o  be sure there was no excess 

amount of  s o l d e r  present. 

Cella were pressure tested before lamination and I-V curves obtained. 

The c e l l s  were then laminated (12 chemiplated and 1 2  electroplated) using 

Alpha solder, 1 m i l  s i l v e r  l e a d s ,  and unsoldered 1 m i l  s i l ve r  leads. 

r e su l t  of the tests, the Alpha solder gave no s ignif icant  degradation t o  the 

electroplated c e l l  and inmos t  cases, an improvement. 

r e su l t s  w i t h  the  chemiplated c e l l s  were observed (see Table IV). 

fac tor  seems t o  be the amount of solder used. 

e f fec t  i s  cer ta in  t o  take place. 

indium. 

A s  a 

(See Table 111) Similar 

The important 

I f  t o o  much i s  used, a degradation 

This degradation i s  doubtless due t o  the  
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TABLE I1 

Data for Pressure Tests 

Original I Efficiency ( P. T .U . ) 
Cell No. voc Isc 

( V o l t s )  (Ma 1 
S 102 7A 0.46 108 

si02 7~ 0.44 96 

S1028A 0.44 88 

S1028B 0.44 92 

After Lamination 

Cell No. Pressure Voc 

(ps i>  ( V o l t s  ) 

S 192 7A 150 0 -44 
~ 1 0 2 7 ~  200 0.40 

S1028A 100 0.45 

S1028B 2 $0 0 . h  ~. 200 

Eff. 

(%) 

0.72% 

0.98% 

0 72% 

0 74% 

Are a E f f .  % Increase 

(em2) (%) 

21 .5  2.97 31 2 

1 9  -5 2 . 4 1  146 

21.8 2.47 2 83 

26.0 18.2 1.43 91 
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Cel l  No. 

Z6gc#1 

z69c#3 

z 74D#2 

z 74D#3 

z 77D#2 

C e l l  No. 

z69c#2 

Z69C#4 

Z7@#1 

z 74D#4 

Z 7 7 D : f l  

z 77w4 

TABLE I11 

Data of  Alpha S o l d e r  T e s t s  

E l e c t r o p l a t e d  B a r r i e r  

. Alpha 
Before  Lamination Soldered  ~ After Laminat ion 

voc I s c  

( V o l t s )  (Ma .) 

0.45 72 

0.46 71 

0.49 70 

0.44 68 

0.46 63 
AVER. 

Leads 
E f f  

1.60 

1.60 

1.26 

1.75 

2 .oo rn 

Non 

voc I s c  

( V o l t s )  (Ma. ) 

0.46 83 

0.47 80 

0.43 80 

0.46 80 

0.46 66 
AVER, 

Before  Laminat ion Soldered After Laminat ion 
Leads 

voc 

( V o l t s  ) 

0.45 

0.45 

0.42 
0.41 

0.47 

0.46 

I s c  

(Ma 1 
68 

70 

70 

60 

58 

58 
AVER. 

E f f  

(%I 
1.50 

1.67 

1.55 
1 .24  

2.01 

1.98 
1.66 

voc 

(Vol t s )  

0 -47 

0.47 

0.48 

0 .I48 

0.46 

0 .46 

I sc 

(Ma 1 
68 

72 

78 

78 

62 

64 
AVER. 

E f f  

(%) 

2.48 

2.17 

1.91 

2.46 

2.20 
7-77 

E f f  

(% 1 
2.12 

2.16 

1.64 

3.10 

1.88 

2.12 
2.17 
- 

- 16 - 



TABLE I V  

Data of Alpha S o l d e r  Tests 

Chemiplated Barrier 

Cell No. 

~1046-2 -2 

S1049-2 -1 

s1054.A-1 

2 1 2  7C 4-2 

231064-2 

24065-2 

Cel l  No. 

S1O46-2 -1 

81049-3-2 

S1054A -2 

Z 12 7CL-1 

~1054-1 

SlO65-1 

Alpha 

Leads 
Before Laminat ion Soldered  After Laminat ion  

Eff T -e-. 
I”” 

Tr,.- 
Y V U  WOO b . L  A. W .  -r-- v uo 1 3 c i  

( V o l t s )  (Ma.) (%) ( V o l t s )  (Ma.) ($) 

0.42 92 2.64 0.38 111 2.70 

0.39 78 1.44 0.38 91 1-95 

0.40 66 1.88 0.36 95 2.20 

0.40 60 1.88 0.38 80 2.24 

0.40 140 1.25 0.36 120 1 .12  

1.10 
AVER. 1.70 
- 0.35 160 

Before Laminat ion 

voc  I s c  E f f  

0.41 80 1.89 

0.38 52 1 .25  

0.42 68 2.00 

o.ho 168 1.62 

0.28 168 0.80 
AVER. 1160 

0.37 160 1.69 
AVER. 1.98 

Alpha 

Leads 
Soldered  After Lamina t i o n  

voc I sc E f f  

0.40 96 2.38 

0.39 98 2.20 

0.38 81 2.40 

0.38 90 2.38 

0.40 184 2.29 

0.40 160 2.09 
AVER. 2.29 
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PILOT LINE 

Durinz t h i s  quarter, one hundred and two ce l l s  were made on the standard 

l ine .  

ciency was 2.7% when tested on the  pressure t e s t  unit  and 3.3% when tested 

sfkr l2EL--t:CIl. 

the pressure t e s t  un i t  and tha t  gained from the ce l l s  a f t e r  lamination do not 

seem t o  agree. 

lower readings. To help correct t h i s  situation, a new pressure t e s t  unit has 

been designed(8) and fabricated (sse Figure 11). Several improvements have 

been incorporated. These include a better diaphragm arrangement, elimination 

of the hand clamps, and improved electr ical  contacts. One problem s t i l l  

being studied i s  a be t t e r  method of attaching the gold g r i d  t o  the luc i t e  

window. 

The average efficiency was slightly over 2% and the highest e f f i -  

As Carl be 9eez fPG% t h i s  l a s t  Y ,a+3+am-n+ U" u Y1,*".* Y , the  d a t a  frm 

Lately, the pressure t e s t  un i t  has been giving s ignif icant ly  

For months there has been a suspicion that  something i n  the solar c e l l  

process was wrong. 

r inse the ce l l s  a f t e r  electroplating. 

high but the efficiency of the ce lk  was dawn. 

over two years ago, it contributed from one-half t o  one percent increase i n  

efficiency t o  the individual c e l l  efficiency. 

ciency has been down about one percent. 

large enough t o  become apparant. 

ging the sub-micron fi l ters.  The source of  t h i s  contamination w a s  traced t o  the 

organic removal cartridge. 

i n  which these cartridges are packaged i s  not suff ic ient  t o  prevent fungus 

growth. 

new cartridges arrive,  they w i l l  be installed and it is expected tha t  the 

one-half t o  one percent increase in efficiency w i l l  be regained. 

The evidence pointed t o  the t rans is tor  washer used t o  

The canductivity rjf the water remained 

When the washer was ins ta l led  

Recently, the average e f f i -  

Finally, the washer problem became 

It started with a je l ly- l ike substance plug- 

The manufacturer has informed us tha t  the manner 

The washer i s  now being cleaned and decontaminated. A s  soon a s  the 
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WORK PLANNED FOR THE NEXT QUARTER 

1. 

continue. 

The search f o r  anotner type eiciiaiit w ’ l i l  be axtended. 

2. 

placed on methods of attaching bus bars. 

s o  many shorted c e l l s  w i l l  be examined. 

3 .  An examination o f  the early stages of f i l m  growth w i l l  be made. 

4. Work w i l l :  be continued on other  substrate materials, especially 

titanium, invar, and clad metals. 

5 .  
work will be done on laminating a t  different pressures. 

6. 

be examined. 

7. Some work w i l l  be in i t i a t ed  on sintering CdS on substrates .  

8. 

E f f o r j s  t o  get f i ne r  control o f  the chemical milling process w i l l  

Combination of  strong and weak acid solutions w i l l  be used. 

Electroplated grid work will s t i l l  be scheduled. Emphasis will be 

Thepossibility of eliminating 

The impulse lamhator  w i l l  be modified f o r  use on so lar  arrays. More 

Pyre M.L. varnish, and other high temperature moisture proof coatings w i l l  

The uniformity of the junction w i l l  be examined. 
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t 

R N A N C I A L  SECTION 

Personnel 

Approximate time devoted t o  t h i s  contract by the principal technical 

personnel and other supporting personnel during the f i rs t  quarter were a s  

follows t 

Personnel 

J. C. Schaefer 

T. A .  Grif f in  

R. W, O l m s t e d  

W. W. Baldauf 

D. H. Dickey 

R.  F. Be l t  

Others 

Hours 

113 

42 8 

373 

128 

162 

50 

1150 

Cost f o r  F i r s t  Quarter ( t o  August 15) 
Remaining funds f o r  c o s t  

20,682.00 
71,263 .OO 

TOTAL 91,945.00 
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